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Introduction

These product category rules (PCR) are intended for companies preparing an environmental
product declaration (BPD) for thermal insulation products. The PCR for thermal insulation
products consists of two partsThis document containsPCRpart B specific for insulation,
which is the part of the PCR that is specific for insulation productsPart A contains the
requirements that are common for all construction productsWhen preparing an EPD for
thermal insulation products, all requirements outlined in part A and part B must be
followed. In PCR part B, the requirements for PCR part A are referred to in each section
where they occur.The pupose of this document is to define clear guidelinesfor performing
the underlying life cycle assessment (LCA) to ensure comparability between BPDs. In addition,
EN 16783 PCR for thermal insulation products is a hormative reference to this PCR.

This PCRwas developedfrom August 2017to January2018, by a Norwegian PCR worlng group
(WG) withrepresentatives fran the thermal insulation products industry and with aid from Ostfold
Research @stfoldforskning), SINTERBuilding and Infrastructure and the EPDprogramme operator
The Norwegian EPD FoundationThe PCR has been developed in accordance with the
requirementsin the general programme instructions for the Norwegian EPD programme (EPD
Norway 2014).

Members of the PCR working group (WQ for insulation products:

Hakon Hauan,The Norwegian EPD Foundation (ERNorge) Committee Leader
Trine D. PettersenThe Federdion of Norwegian Construction Industries (BNL)
Thomas Bjgrhusdal, GlasopoAS

John A. Bakke, GlavAS

Anders E. Sgrensen, Jack@s

Christer Hammaberg, ParocAS

Hans Joachim MotzfeldtAS ROCKWOOL

Michael Petersen, SairiGobainNordic AS

Thomas Lekken, idnton Fiber AS

Helle Fossheim LecaNorge AS

Consultants:
Lars Tellnes Ostfold Research@<fol dforskning PCR moderator
Christofer Skaar, SNTEFBuilding and Infrastructure, technical committee representative

The Norwegian EPD Foundation, under licendeom Standard Online AS 01/2012, reproduces
definitions from ISO 14044: 2006 and EN 15804: 2012. © All rights are reserved. Standard Online
makes no guarantees or warranties as to the correctness of the reproduction. See
www.standard.no
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1 Scope
As in PCRpart Aand EN 16783 including the following additions:

Give further specification for creating EPD$or thermal insulation products on the
Norwegian market.The core rules valid for all construction products given in standard EN
15804 and PCR part Ain addition to the complementary PCR fothermal insulation products
in EN 16783 are expected to be known by those preparing the EPD.

2 Normative references
NPCRPart A:Construction products and service€Oslo: EPDNorge.

EN 16783 Thermal insulation products. Product category rules (PCR) for factory made and in
situ formed products for preparing environmental product declarations.

If there are contradictions in requirements between PCR Part A and EN 167&8en PCR Part A
shall be given priority.

3 Terms and Definitions
Asin PCRpart Aand EN 16783.
In addition, the following product-specific terms and definitions are given:

3.1 Thermal insulation
Process of reducing heat transfer through a system, dghe description of a product,
component or system that performs this function

[1SO 9229:2007

3.1 Thermal insulation material

Material that is intended to reduce heat transfer and that derives itsnsulation properties from its
chemical nature and/or its ptysical structure

[1ISO 9229:2007

3.2 Thermal insulation product
Thermal insulation material in its finished form, including any facings or coatings

[1SO 9229:2007
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3.3 Composite insulation product

Product which can be faced or coated made from two anore layers bonded tgether by
chemical or physical adhesion consisting of at least one factory made thermal insulation
material layer.

[EN 13162:2012+A1:201p

4 Abbreviations

EPD Environmental Product Declaration
DU Declared unit

FU Functional unit

PCR Product category rules

LCA Life cycle assessment

LCI Life cycle inventory

LCIA Life cycle impact assessment
RSL Reference service life

ESL Estimated service life

b General Aspects

5.1 Objective of PCR Part Aand B
As in PCR part A and ENI6783.

5.2 Types of EPD in respect to life cycle stages covered
As in PCR part A and EN 1678cluding the following additions:

Cradleto-gate only EPDs are not valid according to this PCR. As a minimum, craditegate with
options that include life cycle modules CtC4and Dare required.

5.3 Comparability of EPD of construction products
As in PCR part A and EN 16783

5.4 Additional information
As in PCR part A and EN 16783

5.5 Ownership, responsibility and liability for the EPD
As in PCR part Aad EN 16783

NPCR 012 Part B for Thermal insulation products version 2.0
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5.6 Communication format
As in PCR part A and EN 16783

6 Product Category Rules for LCA
As in PCR part A and EN 16783

6.1 Product Category
As in PCR part A and EN 16783, including the following additions:

The product group includes all kinds of thermal insulation products. The most common
products and standards are listed here

6.1.1 Mineral wool (MW)

Mineral wool insulation products are described in the following standards:

EN 13162 Thermal insulation products for buildings. Factory made mineral wool (MW) products.
Specification.

EN 14064-1 Thermal insulation products for buildings. In-situ formed loose-fill mineral wool (MW)
products. Part 1: Specification for the loose-fil| products before installation.

EN 14064-2 Thermal insulation products for buildings. In-situ formed loose-fill mineral wool (MW)
products. Part 2: Specification for the installed produds.

EN 14303 Thermal insulation products for building equipment and industrial installations.
Factory made mineral wool (MW) products 3 Specification.
EN 13964Suspended ceilings Requirements and test methods

6.1.1 Expanded polystyrene foam (EPS)

Expanded polystyrene foam insulation products are described in the following standards:
EN 13163 Thermal insulation products for buildings. Factory made products of expanded
polystyrene (EPS). Specification.

EN 14309 Thermal insulation products for building equipment and industrial installations.
Factory made products of expanded polystyrene (EPS. Specification.

EN 14933 Thermal insulation and light weight fill products for civil engineering applications.
Factory made products of expanded polystyrene (EPS). Specification.

6.1.1 Extruded polystyrene foam (XPS)

Extruded polystyrene foam insulation productsare described in the following standards:
EN 13164 Thermal insulation products for buildings. Factory made products of extruded

polystyrene foam (XPS. Specification.
EN 14307 Thermal insulation products for building equipment and industrial installations.

NPCR 012 Part B for Thermal insulation products version 2.0 9
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Factory made extruded polystyrene foam (XP9 products. Specification.

6.1.4 Rigid polyurethane foam (PUR) and polyisocyanurate (PIR)

Polyurethane and polyisocyanurate insulation products are desciribed in the following standards:
EN 13165 Thermal insulation products for buildings. Factory made rigid polyurethane foam (PUR)
products. Specification.

EN 14308 Thermal insulation products for building equipment and industrial installations.
Factory made rigid polyurethane foam (PUR)and polyisocyanurate foam (PIR) products.
Specification.

6.1.5 Phenolic foam (PF)

Phenolic foam insulation products are desciibed in the foll owing standard:

EN 13166 Thermal insulation products for buildings. Factory made products of phenolic foam (PF).
Specification.

6.1.6 Cellular glass (CG)

Cdlular glass insulation products are desciibed in the following standards:
EN 13167 Thermal insulation products for buildings. Factory made cellular glass (GG) products.
Specification.

EN 14305 Thermal insulation products for building equipment and industrial installations.
Factory made cellular glass (QG) products. Specification.

6.1.7 Wood wool (WW)

Wood wool insulation products are described in the following standard:

EN 13168 Thermal insulation products for buildings. Factory made wood wool (\WW) products.
Specification.

6.1.8 Expanded perlite (EPB/EP)

Expanded perlite insulation products are desciibed in the following standards:

EN 13169 Thermal insulation products for buildings. Factory made products of expanded perlite
(EPB). Specification.

EN 14316-1 Thermal insulation products for buildings. In-situ thermal insulation formed

from expanded perlite (EP products. Part 1: Specification for bonded and loose-fill products
before install ation.

EN 14316-2 Thermal insulating products for buildings. In-situ thermal insulation formed

from expanded perlite (EP products. Part 2: Specification for the installed products.

EN 15599-1 Thermal insulation products for buil ding equipment and industrial installations. In-
situ thermal insulation formed from expanded perlite (EP products. Part 1: Specification for

NPCR 012 Part B for Thermal insulation products version 2.0 10
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bonded and loose-fill products before installation.

EN 15599-2 Thermal insulation products for building equipment and industrial installations. In-
situ thermal insulation formed from expanded perlite (EP products. Part 2: Specification for the
installed products.

6.1.9 Expanded cork (ICB])

Expanded cork insulation products are described in the foll owing standard:

EN 13170 Thermal insulation products for buildings. Factory made products of expanded cork (ICB).
Specification.

6.1.10 Wood fibre (WF)

Wood fibre insulation products are desciibed in the following standard:
EN 13171 Thermal insulating products for buildings. Factory made wood fibre (\WF) products.
Specification.

6.1.11 Calcium silicate (CS)

Cdcium sili cate insulation products are described in the following standard:

EN 14306 Thermal insulation products for building equipment and industrial installations. Factory
made calcium sili cate (CS) products. Specification.

6.1.12 Flexible elastomeric foam (FEF)

Flexible elastomeric foam insulation products are described in the foll owing standard:

EN 14304 Thermal insulation products for building equipment and industrial installations. Factory
made flexible elastomeric foam (FEF) products. Specification.

6.1.13 Polyethylene foam (PEF)

Polyethylene foam insulation products are described in the following standard:

EN 14313 Thermal insulation productsfor building equipment and industrial install ations. Factory
made polyethylene foam (PB-) products. Specification.

6.1.14 Exfoliated vermiculite (EV)

Exfoliated vermiculite insulation products are described in the foll owing standards:

EN 14317-1 Thermal insulation products for buil dings. In-situ thermal insulation formed
from exfoliated vermiculite (EV) products. Part 1: Specification for bonded and loose-fil |
products before install ation.

EN 14137-2 Thermal insulation products for buildings. In-situ thermal insulation formed
from exfoliated vermiculite (EV) products. Part 2: Specification for the installed products.

NPCR 012 Part B for Thermal insulation products version 2.0 11
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EN 15600-1 Thermal insulation products for buil ding equipment and industrial installations. In-situ
thermal insulation formed from exfoliated vermiculite (EV) products. Part 1: Specification for
bonded and loose-fill products before installation.

EN 15600-2 Thermal insulation products for buil ding equipment and industrial installations. In-situ
thermal insulation formed from exfoliated vermiculite (EV) products. Part 2: Specification for the
installed products.

6.1.15 Expanded clay lightweight aggregate (LWA)
Expanded clay lightweight aggregate insulation products are described in the following standards:
1 EN 14063-1 Thermal insulation materials and products. In-situ formed expanded clay
lightweight aggregate products (LWA). Part 1: Specification for the loose-fill products
before installation.
i EN 14063-2 Thermal insulation materials and products. In-situ formed expanded clay
lightweight aggregate products (LWA). Part 2: Specification for theinstalled products.
1 EN 15732 Light weight fill and thermal insulation products for civil engineering
applications (CEA) Expanded clay lightweight aggregate products (LWA)

6.1.16 In-situ formed loose fill cellulose (LFCI)

In-situ formed loose fill cellulose (LFCI) msulation products are described in the following
standards:
1 EN15101-1 Thermal insulation products for buildings- In-situ formed loose fill cellulose

(LFCI) products Part 1: Specification for the products before installation
1 EN15101-2 Thermal insulation products for buildings- In-situ formed loose fill cellulose
(LFCI) products Part 2: Specification for the installed products

6.1.17 Vacuum insulated panel (VIP)

Vacuum insulated paned (VIP)are a type of thermal insulation that consists ofan air-tight
enclosure around a rigid core of which the air has been evacuated. There areurrently no
harmonised European

standards for VIPs, however a rarmonised European standard is under devepment in
technical committee (TC) 88.

6.1.18 Aerogel

Aerogels are derived from gel (e.g.a silica gel) by extracting the liquid component and
replacing it with gas. Aerogel insulation products are not described in any harmonised
European standards.

NPCR 012 Part B for Thermal insulation products version 2.0 12
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6.2 Life cycle stages and their information modules to be declared

6.2.1 General
As in PCR part A and EN 16783.

6.2.2 A1-A3, Product stage, information modules
As in PCRpart Aand EN 16783

6.2.3 A4-A5, Construction process stage, information modules
As in PCR part A and EN 1678cluding the following clarification:

Transportin all life cycle modules shall include the following:

Direct emissions during transport (exhaust, tyres, etc.)

Upstream emissions from fuel extraction, processing and distribution

Life cycle emissions of vehicles (raw materials, manufacturing, maintenance and disposal)

Iaife cycIS: emissions of infrastucture (raw materials, manufacturing, maintenance and
isposa

E E E ]

6.2.4 B1-B5, Use stage, information modules related to the building fabric
As in PCR part /and EN 16783

6.2.5 B6-B7, Use stage, information modules related to the operation of the building
As in PCR part /and EN 16783

6.2.6 C1-C4 End-of-life stage, information modules
As in PCR part /and EN 16783

See also table 2 in 6.2.6 in CEN/TC 16970 for additional guidance.

6.2.7 Benefits and loads beyond the system boundary, information module
As in PCR part Aand EN 16783

6.3 Calculation rules for the LCA

For declaring insulation products, a functional or declared unit can be used. The functional unit
should be applied when a specific function and scenario that is typically used is knowrof the
product. If these typical functions and scenarios are many or not know, the declared unit should be
used.

The scope and variations of products must be declared according to ERflorway guidelines.
As of 2018, similar products in the same EPD can oglbe included if the variations of the
results for each LCIA category does not exceed -++10 %. The variation shall be stated in the
EPD. Special care must be given to composite insulation products.

NPCR 012 Part B for Thermal insulation products version 2.0 13
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6.3.1 Functional unit
As in PCR part A and EN 1678%ith the following additions:

The functional unit shall also specify:

1 A reference quantity for the functional unit when integrated into the construction
works.

1 Quantified key properties of the product when integrated into the construction works,
facilitating a functional equivalent comparison with similar products

1 The defined conditions and time period for these performance characteristics

Forinsulation batts, boards andor similar, the functional unit shall be calculated to an R-value of
1 per m?é.

NOTE: R=1 is not necessarily representative for specific prodsciThe purpose of using R=1 is tdacilitate
comparison between products. It is possible tareate an EPD for a declared unit with a specific Ralue.

6.3.2 Declared unit
As in PCR part A athEN 16783 with the following additions:

Forinsulation batts, boards andor similar, the declared unit shall be calculated to anR-value of 1.

For composite productgexcluding pipes) and for a specific Rvalue of the product, as placed on
the market, the declared unit shall be calculated in n3.

Life cycle modules A1-A4, C1-C4 and D shall be includedas a minimum

If the reference service lifeof the product is shorter than 60 yeargassuming the building has
a 60-year referencestudy period) independently of the application, then the replacement
module B4 shall be included.

6.3.3 Reference service life (RSL)
As in PCR part A and EN 16783.

The reference service life of thethermal insulation product depends on the material itself and
the building site location. When declaringthe functional unit, the number of replacements of
thermal insulation products shall be declared according to the reference study period of 60
years for the building.

6.3.4 System boundaries
As in PCR part A and EN 16783.

NPCR 012 Part B for Thermal insulation products version 2.0 14
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6.3.5 Criteria for the exclusion of inputs and outputs (cut-off)
As in PCR part A and EN 16783.

6.3.6 Selection of data
As in PCR part A and EN 16783

6.3.7 Data quality requirements
As in PCR part A and EN 16783

6.3.8 Scenarios at the product level
As in PCR part A and EN 16783ncluding the following additions:

EN 15978:2011 provides additional guidance on developing scenarios.

6.3.8.1 A4 Transport to the building site

Transport from the manufacturing site to the construction site is estimated based omformation
from the manufacturerand relevant for the intended market The following default values can be
used for developing scenarios at the product levei

- For domestic production,the default distance from manufacturing to building site (A4)is
300 km.

- For import, the distance ismeasuredfrom the manufacturing site to a specific storage
location, plus a transport distance from the storage location to the building site of 300
km (if not specified). If no specific storagelocation is given, then the capital city of the
country that the product is being imported to maybe used as an approbmate location.

6.3.8.2 A5 Installation
As in PCR part A and EN 16783

6.3.8.3 B1-B7 Use phase
As in PCR part A and EN 16783

8.3.8.4 C1-C4 End-of-life

As in PCRpart A and EN 167831n addition:

Default scenarios forlife cycle module C2 transport to waste processingshould be based on
representative data, e.gnational statistics.

More than one scenario for waste treatment and disposal should be includeifl there are several

relevant common practices, but the most conservative scenario shall always be includedefault
consewative scenarios forC3waste processingand C4 waste disposahbre listed Table 1.

NPCR 012 Part B for Thermal insulation products version 2.0 15
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TaHe 1: Default conservative scenarios for lifecty modulesC3and C4

Product types c3 C4
MW, CS, EV, LWA Central sorting of mixed Landfilling of wasted product
construction waste in sanitary landfill

EPS, XPS, PUR, PIR, PF, CG, WW, Municipal incineration with | Landfilling of ashes from
EPB, EP, ICB, WF, FEF, PEFCI energy recovery incineration

6.3.9 Units
As in PCR part A and EN 16783.

6.4 Inventory analysis
As in PCR part A and EN 16783

6.5 Impact assessment
As in PCR part A and EN 16783.

7 Content of the EPD

7.1 Declaration of general information
As in PCR part A and EN 1678®)cluding the following aspects:

The material composition of the product shall be listed with specific weight of the main
components as it is installed and included in the LCAUsage areas and conditions must be
specified in the EPD.The harmonised standard for which the product is produced according to
must be specified in the EPD.

The scope of products declared in an EPD must be specified so tithe product rangecan easily
be identified by the customer.The ability of scaling LCAresults to other dimensions must be
specified.If the results cannot be scaled with aconversionfactor, which gives resultsaccording
to the deviation rules outlined by EPDNorway, then this cannot be included in the EPD. For
thermal insulation products with other units than declared that are scahble with a conversion
factor according tothe deviation rules outlined by EPDNorway, may be declared as within the
scope of the EPD. Special care must be given to compositgermal insulation products.

NPCR 012 Part B for Thermal insulation products version 2.0
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7.2 Declaration of environmental parameters derived from LCA

7.2.1 General
As in PCR part A and EN 16783.

7.2.2 Rules for declaring LCA information per module
As in PCR part A and EN 16783.

7.2.3 Parameters describing environmental impacts
As in PCR part A and EN 16783.

7.2.4 Parameters describing resource use
As in PCR part A and EN 16783.

7.2.4.1 Water use
As in PCR part A and EN 16783.

7.2.4.2 Electricity used in A3 Manufacturing
As in PCR part A and EN 16783.

7.2.5 Other environmental information describing waste categories and output flows

As in PCR part A and EN 16783.

7.2.6 Accounting of biogenic carbon during the life cycle
As in PCR part A and EN 1678cluding the following additions:

If no specifications are given in PCR parA, biogenic carbon shall be declared
according to ISO 21930:201%r EN 16485:2014.

7.2.7 Greenhouse gas emissions from land use change
As in PCR part A and EN 1678®cluding the following additions:

If no specifications are given in PCR part Agreenhouse gas emissions from land
use change shall be declared according to ISO 21930:2017.

7.2.8 Carbonation
As in PCR part A and EN 1678cluding the following additions:

If no specifications are given in PCR part A, carbonisation shall be declared
acoording to ISO 21930:2017 EN 16757:2017 or NPCR 020 Concrete Products

NPCR 012 Part B for Thermal insulation products version 2.0
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7.3 Scenarios and additional technical information

7.3.1 General
As in PCR part A and EN 16783.

7.3.2 Construction process stage
7.3.2.1 A4, Transport from the production site to the construction site.
As in PCR part A and EN 1678cluding the following additions:

Capacity utilization is calculated as% of the mass carried of the total load
capacity of the vehicle. The number given shall béhe average of the capacity
utilisation on the trip to the construction site and the capacity utilisation on the
return trip.

7.3.2.2 Ab, Installation
As in PCR part A and EN 1678cluding the following additions:

The EPD shall specify the following information about the installationscenaio:
1 The consumption of fasteners, adhesives and necessary accessories
1 The amount of energy per energy carrier
9 Quidance for installation, international standards/regulations or national
standards/regulations in which the scenario is based on
1 If the EPD deviates from the predefined scenarios, this shall be clearly stated and

justified.
I Usage areas and conditions must be specified in the EPD.

7.3.3 Use stage
As in PCR part A and EN 1678#cluding the following additions:

Maintenance repair and replacemen scenarios forthe thermal insulation product, that will be
required to reach the referencestudy period of the building, shall be describedaccording to
manufacturersd guidelines.

7.3.4 End of life
As in PCR part A and EN 1678cluding the following additions:

Capacity utilization shall be calculated as % of the mass carried of the total load
capacity of the vehicle. The number given shall be the average of the capacity
utilisation on the trip to the construction site and the capacity utilisation on the
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return trip.

7.4 Additional information
As in PCR part A and EN 16783

7.4.1 Additional information on release of dangerous substances to indoor air, soil and
water

7.4.1.1 Indoor air

As in PCR part A and EN 16783vith the following additions:

Rdease of substancesto indoor air is rdevant when the product is used on the inside of the vapour
barrier. The following standard should be applied fomeasuringemissiors to indoor air:

1 EN 16516:2017 Construction products: Assessment of release of dgmous
substances- Determination of emissions into indoor air

7.4.1.2 Soil, ambient air and water
As in PCR part A and EN 16783vith the following additions:

Rdease of substancesto ground water or sail is relevant for thermal insulation materials when
they are used in direct contact with the ground or rain water. Until horizontal standards for
the measurement of leaching characteristics are available, the following reports should be
used:

T CEN/TS 166373:2016 Construction products. Assessment of redse of dangerous
substances. Horizontal upflow percolation test.

1 CEN/TR 17105:201Tonstruction products. Assessment of release of dangerous
substances. Guidance on the use of ecotoxicity tests applied to construction products

7.4.2 Additional Norwegian requirements
As in PCR part A.

7.4.2.1 Greenhouse gas emissions from electricity use in A3 Manufacturing
As in PCR part A.

7.4.2.2 Dangerous substances and content declaration
As in PCR part A, including the following additions:

Specification of materials and substances that can adversely affect human health and environment
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shall be reported.

A detailed list of the productg substances (chemicals included in the final insulation product),

including CAS number and health class (risk phrases or CLP regulations Regulation (EQ No

1272/2008) when these are in force, shall be included in the product content declaration. The

content of substances shall be declared in terms of weight percentages Only substances that
are mentioned in the raw material safety declaration sheets (SDS)hall be included. The

EPD owner has no obligation to investigate the content of ingredients used in raw material
production, with the exception of products on the REACH candidate lisand the Norwegian

Priority List.

In cases where information about contents could affect patent or company seaets, a

qualitative list of chemicals and their expected functions is sufficient, including the risk
phrases. This does not apply to substances registered under the REACH Directive.

7.4.2.3 Emission classification of building materials
As in PCR part A.

7.5 Aggregation of information modules
As in PCR part A and EN 16783

8 Project Report
As in PCR part A and EN 16783

9 Verification and Validity of an EPD
As in PCR part A and EN 16783

Approved06.062018, valid until 06.062023.

Norwegian EPD Foundation, Technical committee

Mhear

Christofer Skaar
Leader of the Technical committee
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As in PCR part A, including the following additions:
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installation.

EN 14933. Thermal insulation and light weight fill productsfor civil engineering applications.
Factory made productsof expanded polystyrene (EPS. Specification.

EN 1510%1. Thermal insulation products for buildings- In-situ formed loose fill cellulose
(LFCI) products Part 1: Specification for the products before installation

EN 1510%2. Thermal insulation products for buildings- In-situ formed loose fill cellulose
(LFCI) products Part 2: Specification for the installed products

EN 15599-1. Thermal insulation products for building equipment and industrial installations. In-
situ thermal insulation formed from expanded perlite (BP) products. Part 1: Specification for
bonded and loose-fill products before installation.

EN 15599-2. Thermal insulation products for building equipment and industrial installations. In-
situ thermal insulation formed from expanded perlite (BP) products. Part 2: Specification for the
installed products.

EN 15600-1. Thermal insulation products for building equipment and industrial installations. In-
situ thermal insulation formed from exfoliated vermiculite (EV) products. Part 1: Specification for
bonded and loose-fill products before installation.

EN 15600-2. Thermal insulation products for building equipment and industrial installations. In-
situ thermal insulation formed from exfoliated vermiculite (EV) products. Part 2: Specification for
the installed products.

EN 15732 Light weight fill and thermal insulation products for civil engineering applications
(CEA) Expanded clay lightweight aggregate products (LWA).

EN 15978:2011. Sustainability of construction works- Assessment of environmental
performanceof buildings 3 Calculation method

EN 16516. Construction products: Assessment of release of dangerous substances
Determination of emissions into indoor air

EN 16783 Thermal insulation products. Product category rules (PCR) for factory made and in
situ formed products for preparing environmental product declarations.

EPDNorway (2014). General programme instructions for the Norwegian EPD programme

ISO 21930:2017 Sustainability in buildings and civil engineering works Core rules for
environmental product declarations of construction products and services

NPCR 012 Part B for Thermal insulation products version 2.0 23



